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Tasdik Olunur / Approved by
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Analizler / Analyses

Metot 

Method
LOQ / LOD

Ölçüm 

Belirsizliği

Uncertainty

Sonuç

Results

Limit

Requirement

Değerlendirme

Interpretation

Analiz Adı 

Analysis Name
No

Geri 

Kazanım

Recovery

Cihaz

Equipment

DIN 10955Duyusal Analiz*

Sensory Analysis*

-- - <= 2 a Tat/ Taste:0,0 

; Koku/ 

Odour:0,0  1

1 Uygun : Pass  

TS EN 

13130-1 ISO 

172941&2

21 Metal 

EDQM(Li,Be,Al,V,Cr,Mn,F

e,Co,Ni,Cu,Zn,As,Mo,Ag,

Cd,Sn,Sb,Hg,Tl,Ba,Pb)*

21 Metals 

EDQM(Li,Be,Al,V,Cr,Mn

,Fe,Co,Ni,Cu,Zn,As,Mo,

Ag,Cd,Sn,Sb,Hg,Tl,Ba,P

b)*

-- - = ektedir / as 

attached b 

Sonuçlar 

ektedir / The 

results are 

attached  

2 Uygun : Pass  ICP-MS

LOQ: Ölçüm Limiti / Limit of Quantification   LOD: Tespit Limiti / Limit of Detection  DY:NA: Değerlendirme Yapılamadı / Not Applicable

(±) k=2 , % 95 güven aralığında genişletilmiş ölçüm belirsizliği, numune alma belirsizliği içermeyecek şekilde hesaplanmıştır. Aksi belirtilmediği sürece analiz değerlendirilmesinde Paylaşılan Risk Karar 

Kuralı (Basit Kabul Kuralı) uygulanır. Farklı karar kuralı uygulanan değerlendirmeler uygunluk notu olarak belirtilmiştir. / The reported which is not contain sampling uncertainty value uncertainty is 

an expanded uncertainty calculated using a coverage factor of 2 which gives a level of confidence of approximately 95%. Unless otherwise specified, the results are evaluated 

according to Shared Risk Decision Rule (Simple Acceptance Rule). Other evaluation rules which are applied, indicated as interpretation comment.

*İşaretli analiz TÜRKAK akreditasyon kapsamındadır.  / *Marked analysis is in scope of TURKAK accreditation
Deney laboratuvarı olarak faaliyet gösteren Intertek Test Hizmetleri A.Ş., TÜRKAK'tan AB-0532-T akreditasyon numarası ile TS EN ISO/IEC 17025 standardına göre akredite edilmiştir. Türk Akreditasyon Kurumu (TÜRKAK) 

deney raporlarının tanınırlığı konusunda Avrupa Akreditasyon Birliği(EA) ile Çok Taraflı Anlaşma ve Uluslararası Laboratuvar Akreditasyon Birliği (ILAC) ile karşılıklı tanıma anlaşması imzalamıştır. / Intertek accredited by 

TÜRKAK under registration number AB-0532-T   for TS EN ISO/IEC 17025 as test laboratory. Turkish Accreditation Agency (TURKAK) is a signatory to the European co-operation for Accreditation (EA) 

Multilateral Agreement (MLA) and to the International Laboratory Accreditation Cooperation (ILAC) Mutual Recognition Arrangement (MRA) for the recognition of test reports.

Tat(Taste) Sd: 0,0 / Koku(Odour) Sd: 0,0

Su, 70 °C,  2 saat / Water, 70 °C, 2 h.

0 = Fark edilebilir değişiklik yok. / No perceptible difference.

1 = Çok hafif fark edilebilir değişiklik var. / Just perceptible difference (still difficult to define).

2 = Zayıf değişiklik var. / Weak difference.

3 = Farkedilebilir değişiklik var. / Marked difference.

4 = Belirgin değişiklik var. / Strong difference.

1

DIN 10955, 2004a

Müşteri talebi üzerine Framework Regulation (EC) 1935/2004 & EDQM – Technical Guide on Metals and alloys used in food contact materials, CoE (2013)’e göre 

değerlendirme yapılmıştır. / Due to customer demand, interpretations were made according to  Framework Regulation (EC) 1935/2004 & EDQM – Technical Guide on 

Metals and alloys used in food contact materials, CoE (2013).

b
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Spesifik Metal Migrasyonu / Specific Migration of Metals

Rapor No/ Report No

Gıda veya Gıda 

Simulantı / Food or 

Food Simulant

Süre (saat) / Time 

(hours)

Sıcaklık / 

Temperature 

(ºC)

FS10205373
: %0,5 Sitrik Asit / 0,5 

% Citric Acid
2 70

 mL

500

III.      Test Sonuçları / Test results:

Lityum / Lithium (Li) 0.002 TED / ND 0.336 Uygun/ Pass 0.048 Uygun/ Pass

Berilyum/ Berilium(Be) 0.001 TED / ND 0.07 Uygun/ Pass 0.01 Uygun/ Pass

Aluminyum / 

Aluminium (Al)
0.002 0.008 35 Uygun/ Pass 5 Uygun/ Pass

Vanadyum/ 

Vanadium(V)
0.001 TED / ND 0.07 Uygun/ Pass 0.01 Uygun/ Pass

Krom / Chromium (Cr) 0.001 0.039 1.75 Uygun/ Pass 0.25 Uygun/ Pass

Mangan / Manganese 

(Mn)
0.001 0.011 12.6 Uygun/ Pass 1.8 Uygun/ Pass

Demir/ Iron(Fe) 0.002 0.895 280 Uygun/ Pass 40 Uygun/ Pass

Kobalt/ Cobalt(Co) 0.001 TED / ND 0.14 Uygun/ Pass 0.02 Uygun/ Pass

Nikel / Nickel (Ni) 0.001 0.02 0.98 Uygun/ Pass 0.14 Uygun/ Pass

Bakır/ Copper(Cu) 0.001 TED / ND 28 Uygun/ Pass 4 Uygun/ Pass

Çinko/ Zinc(Zn) 0.001 0.096 35 Uygun/ Pass 5 Uygun/ Pass

Arsenik/ Arsenic(As) 0.0002 TED / ND 0.014 Uygun/ Pass 0.002 Uygun/ Pass

Molibden/ 

Molybdenum(Mo)
0.01 TED / ND 0.84 Uygun/ Pass 0.12 Uygun/ Pass

Gümüş/ Silver(Ag) 0.001 TED / ND 0.56 Uygun/ Pass 0.08 Uygun/ Pass

Kadmiyum/ 

Cadmium(Cd)
0.001 TED / ND 0.035 Uygun/ Pass 0.005 Uygun/ Pass

Kalay/ Tin(Sn)# 0.11 TED / ND 700 Uygun/ Pass 100 Uygun/ Pass

Antimon/ 

Antimony(Sb)
0.003 TED / ND 0.28 Uygun/ Pass 0.04 Uygun/ Pass

Baryum/ Barium(Ba) 0.001 0.005 8.4 Uygun/ Pass 1.2 Uygun/ Pass

Cıva/ Mercury(Hg) 0.0001 TED / ND 0.021 Uygun/ Pass 0.003 Uygun/ Pass

Talyum/ Talium(Tl) 0.0001 TED / ND 0.0007 Uygun/ Pass 0.0001 Uygun/ Pass

Kurşun/ Lead(Pb) 0.002 TED / ND 0.07 Uygun/ Pass 0.01 Uygun/ Pass

# = 1881/2006 sayılı Yönetmelik (EC) kapsamındaki uygulama alanı hariç /except in field of application under Regulation (EC) No. 1881/2006.

 

        

Değerlendirme/ 

Evaluation

TED / ND

TED / ND

0.012

TED / ND

0.019

TED / ND

TED / ND  = Tespit Edilemedi /  Not detected

0.002

0.187

TED / ND

0.006

 Limit

(7 x SRL) 

(mg/kg)

Değerlendirme/E

valuation

3. Kullanım / 

3
rd

 Reuse (mg/kg)

0.001

TED / ND

TED / ND

0.009

TED / ND

0.016

Limit SRL 

(mg/kg) 

TED / ND

TED / ND

TED / ND

TED / ND

TED / ND

  dm2

1.2

Müşteri talebi üzerine EDQM – Technical Guide on Metals and alloys used in food contact materials, CoE (2013)’e göre 

değerlendirme yapılmıştır. / Due to customer demand, interpretations were made according to EDQM – Technical Guide on 

Metals and alloys used in food contact materials, CoE (2013).analysis by ICP-MS.

I.            Test Koşulları / Test Conditions

Gıda temas yüzey alan hacim oranı / Ratio of 

food contact surface area to volume

II. Test Metodu / Test Method

TS EN 13130-1, ISO 17294-1&2

Element

Tespit Limiti / 

Detection limit 

(mg/kg)

1+2 Kullanım 

Toplamı/ 

1+2 Reuse Sum 

(mg/kg)


